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| MICROCRYSTALLINE CELLULOSE POWDER (PH-101)

| Batech Number | Page Number i
‘Grade | USP3®/BP2015  (MigDate |
uantity/No of | i
A - I L
[ SNo. [  TEST ! SPECIFICATION | ~ RESULTS |
| Chemical DeaLrlplmn | Fine white or almost white powder. It | Complies
| consists of free flowing non-fibrous |
4 L Y- icles. oy
t 2 Solubility wsoluble in water ., in dilute Acids | Complies
!"and in most organic solvents, !
| practically, insoluble in 50g/1 solution |
’ | _— | of sedium hydroxide. _' A NG S |
3 | Identification (A}‘I'he substance becomes violet - | Complies
blue. |
! (B) The Degree Of Polymerisation | <330
Is Not More than 350 '
e 4 T ‘_m_-‘;'ﬂ—?‘r T _531 S
| 5 | Starch . | Negative A | Negative U &
|
I I_Lu;s onDrying | | Max70% s 0 |
RN L e S e sy - S T — _.I
[ 7 f{e*«ldue on Igmtmn NMTO1 % | 0.06% —1.
8 | Water Soluble Substanées. L% [ NMT 0.25% T_Q i -
_ st o i R 1
9 ' Bulk D:nsuy(gfu.} Un Tapped | 6-0.36 g/ce : 0.28 glee ]
| |
10 | Bulk Density(g/ce) Tapped (00}« dbsms ot 6 1 lowy 0.50 glec _!
" 11| Ether Soluble Substances (%) [ T e e e 2 | 0.02% _'_m';i
i _"I H?a-\.f_w Mgﬁmﬁm} T Max;mﬁm_lfihp_p“m i <i0 _i
L = = |. P LS i ——————— e T e e
[ 13 ieve .i!'inE’L'}Slh- | f.
' Retention on: | . |
| +60 | NMT 1.0% | 0.3% [
| +200 L MT 30.0% |17.7% i
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